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1. Rsinforcemen! for precaost box end sections shall conform
to specifications for the same size box unit for the BOX CULVERT EXTENSIONS
specifications specified for that culvert.
PRECAST END SECTION DETAILS

LIN NOC. 9803

2. Reinforcement shall be welded wire fabric conforming fo
ASTM A-185. Laps, welds and spacing shall conform fo
ASTM C-789 and AASHTG M-255.

SCALE NONE DRAWN BY MLB
DATE  DECEMBER 10, 2006 CHECKED BY MTH

LIN ENGINEERING, LTD., 210 WEST CHESTNUT, CHATHAM,IL 62629 (217)-483-4168




